
 

Figure 1. Schematic diagram of the TSD ALD CVD hybrid system. 

 

 

 

Figure 2. Cross-sectional views of two kinds of TFEs in particle environments. The particle is coated by general SiO 

(figure 2-1) and flowable SiO (figure 2-2). 

 

 

 

Figure 3. Characteristics of the JUSUNG TFE in particle environments. 

 


