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Figure. (a) Conceptual schematic of the multi-step atmospheric microplasma CVD system with the 

synthesized CNTs and catalyst NPs. (b) Optical emission spectra and gas temperatures of the microplasma 

highlighting the effect of hydrogen concentration. Demonstration of CNT applications: (c) CNT neural 

probe and (d) CNT-Cu TSV interposer. 
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