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Bimetal Phosphide (NiCoP)/Graphitic Carbon Nitride(g-C3Ny)
Composites for Hydrogen Evolution Reaction in Alkaline Electrolyte
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Figure 1. (a) TEM image, (b) HRTEM image, (c) SAED image, and (d)(e)(f) EDS
mapping images of 10 wt% NiCoP/g-C3Na.
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Figure 2. Electrochemical performance of g-C3N4 and 10 wt% NiCoP/ g-C3Na.
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