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Figure 1: (a) Phase diagram for rippled GdAuGe membranes. The circle and star denote differently 
exfoliated rippled membranes. (b) The field-dependent onset of diamagnetism in a rippled membrane 

shows the Meissner response, implying superconductivity. 

     

  


